
Table 3-43:  Production of Primary Aluminum 
Year Thousand Metric Tons 
1990 4,048 
1991 4,121 
1992 4,042 
1993 3,695 
1994 3,299 
1995 3,375 
1996 3,577 
1997 3,603 
1998 3,713 
1999 3,779 
2000 3,468 
2001 2,637 

 


